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Behavior of monocrystalline silicon under cyclic microindentations
with a spherical indenter
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This study discusses the behavior of high-pressure phases of monocrystalline silicon when subjected
to cyclic indentations with a spherical indenter. It was found that specific phases form in the second
and subsequent indentation cycles under low maximum loads. An increase of the maximum
indentation load causes changes of subsequent indentation cycles of the phase transformation events
to occur earlier on both loading and unloading. The repeated indentations result in the formation of
a multiphase structure in the deformed zone, featuring a nonhysteresis behavior. After a critical
stage, the properties of the transformed material are stabilized and further indentations can no longer
alter the load–displacement curve. It was also found that the greater the maximum load, the faster
the occurence of property stabilization. ©2003 American Institute of Physics.
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The indentation of silicon and its related microstructu
changes have been the focus of research over the
decade.1–11It has been understood that in the first indentat
cycle, the diamond structure of monocrystalline silicon,
Si-I, undergoes the first phase transformation to theb-Sn
phase, or Si-II, on loading,3,10 followed by the second phas
transformation on unloading. The second transformation
be to the amorphous phase or crystalline Si-XII/Si-III~R8/
BC8! rhombohedral/body-centered-cubic phases, depen
on the specific loading–unloading conditions.1,3,5,8,12It was
also claimed that with a spherical indenter, the so-ca
pop-in and pop-out on loading and unloading are related
the phase transformation to theb-Sn and Si-XII/Si-III
phases, respectively.5 These events set off the well-know
silicon indentation curves with a substantial hysteresis.1,5

The microstructure of the transformed materials afte
single indentation cycle has been explored in detail by me
of Raman spectroscopy and cross-sectional transmis
electron microscopy.1,8,9 The transformation zones wer
found to be amorphous, crystalline, or a mixture of cryst
line and amorphous phases, depending on the maximum
dentation load1 and the loading/unloading rate5,12 It was also
believed that the phases formed during indentation load
were metastable.13–15 However, details of their mechanica
properties have never been investigated.

It was reported that under repeated indentations wit
Berkovich indenter,16 the load displacement showed nond
generative hysteresis under low indentation loads. A
higher indentation load, however, the hysteresis disappe
in the second cycle as a result of crack initiation in the s
surface. It was concluded that the nondegenerative hyste
appears due to phase transformation events in indentation
no further details were presented.

a!Electronic mail: zhang@mech.eng.usyd.edu.au
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The present study reports the special behavior of mon
rystalline silicon identified under cyclic microindentation
with a spherical indenter. This type of indenter enables o
to detect phase transformation events on loading~pop-in!,
estimate the stress field induced, and avoid cracking.
therefore, enables a focus on the effect of phase transfor
tion.

The test material was a monocrystalline silicon~100!
wafer. The spherical indenter used had a nominal radius
mm. The indentation tests were conducted on an Ultra-Mi
Indentation System-2000. To capture the effect of the m
nitude of indentation load, three sets of maximum loa
Pmax530 mN, 50 mN, and 90 mN, were tested, respective
50 tests were performed for everyPmax. In each cycle of an
indentation, thirty steps were set on both the loading a
unloading paths, which gave an average loading/unload
rate of about 0.6 mN/s. In each test with a givenPmax, five
cycles of indentations were carried out. To characterize
stress-induced structures, Raman analysis was complete
ing a Renishaw Raman Systems 2000 Microprobe with 51
nm excitation operated in the confocal mode with a spot s
of 1 mm and a depth of focus of 2mm.

Figure 1 shows the evolution of the load–displacem
curves in cyclic indentations. WithPmax530 mN @Fig. 1~a!#,
the curves of the first cycle of the 50 tests show either
elbow ~change of slope! during unloading~17 of the curves!,
indicating in the case of Berkovich indentations a grea
likelihood of amorphous phase formation,8 or an elbow with
a small pop-out~33 of the curves!, indicating a minor crys-
talline decomposition along with the major amorphous tra
formation. The pop-in during loading~marked in Fig. 1! rep-
resents a phase transformation from diamond tob-Sn phase
according to the relevant theoretical prediction.4,6 In the sec-
ond cycle, the slope of the loading curve increased sligh
giving rise to a greater effective Young’s modulus, 138 GP
7 © 2003 American Institute of Physics
 license or copyright, see http://ojps.aip.org/aplo/aplcr.jsp
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Young’s modulus were calculated by the method describe
Ref. 17. In calculating Young’s modulus after the first inde
tation cycle, the concavity of the residual indentation impr
sion, measured by an atomic force microscope~AFM!, was
taken into account. With this, the effective radius of the
denter can be calculated using the theory of con
mechanics.7,17 In this cycle, the pop-in during loading is sti
noticeable and the unloading curve shows a bend that ca
viewed as a gentle pop-out at a much higher portion of
curve if compared with that in the first indentation cycle. It
interesting to note that the material behavior becomes m
and more stable upon the repeated indentations. As show
Fig. 1~a!, the load–displacement curves of the fourth a
fifth cycles are nearly identical, with almost no hysteresis
is even more interesting to note that the response of the
terial in the later cycles becomes nearly elastic, as show
Fig. 2, where the theoretical curve was based on the ela
indentation theory17 with the effective Young’s modulus
5139 GPa. Recalling that the effective Young’s modu

FIG. 1. Load–displacement curves in five indentation cycles with differ
maximum loads: ~a! Pmax530 mN, ~b! Pmax550 mN, and ~c! Pmax

590 mN. Note, that the second and subsequent loading cycles were s
to zero displacement.
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changes from the original 137 GPa of the diamon
structured silicon, to 138 GPa at the second cycle, to
GPa at the fourth cycle and to a constant, it seems reason
to conclude that there exists a gradual complete phase tr
formation process beneath the contact zone upon repe
indentations at a constantPmax. Most phase changes tak
place in the first few cycles. The structure of the stre
induced new phases become stable and the response o
material will be completely elastic.

The load–displacement curves with the maximum lo
of 50 mN are presented in Fig. 1~b!. The pop-out appears in
the first indentation cycle, reflecting, as in the case of a Be
ovich indenter, the formation of high-pressure crystalli
phases in the transformation zone.8 The maximum penetra
tion depth in the second indentation cycle decreased subs
tially, indicating that the material in the transformed zone h
less material still exhibiting hysteretic behavior. Pop-in is n
so obvious on the loading part of the curve, occurring a
much higher load of 35 mN. Slopes of the very upper pa
of the loading and unloading curves in the first and seco
cycles are nearly identical, with the values of 0.02 mN/n
on loading and 0.356 mN/nm on unloading. This may in
cate that some further transformations occur when the l
exceeds the pop-in load in the second cycle and the s
type of decomposition on unloading before the pop-o
event. The subsequent indentation cycles become alm
identical. Similar to the first set of tests withPmax530 mN,
the response of the material is nearly elastic but the effec
Young’s modulus becomes higher~140 GPa! than that of the
original diamond structure~137 GPa!. Again, this gradual
change of the indentation curves suggests that the struc
change in the transformation zone takes place in the first
cycles. However, in the present case ofPmax550 mN, the
stabilization process to the final elastic behavior was m
accelerated if compared with the case ofPmax530 mN.

For the indentations underPmax590 mN, the first cycle
presents an obvious pop out on unloading. This was con
ered the result of the second phase transformation fromb-Sn
to SI-XII/SI-III. 2,5 The conclusion is reconfirmed here by R
man spectrum~Fig. 3, curve a! that shows the formation o
the high-pressure phases Si-XII and Si-III in the first inde
tation cycle. Similarly, in the second indentation cycle, t
slope of the loading curve substantially increases. Recal
the specification indicated by the Raman spectrum just
cussed, it is easy to understand that this is partly due to

t

ted

FIG. 2. Comparison of the curves at the fifth indentation cycle with cor
sponding elastic theory.
 license or copyright, see http://ojps.aip.org/aplo/aplcr.jsp
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penetration of the indenter into the high-pressure phases
XII and Si-III, that have different properties. The upper p
of the loading curve beyond 80 mN deviates from elas
behavior and has a slope equal to that of the correspon
part in the first cycle, resembling the second cycle in
indentations withPmax550 mN. The third to fifth indenta-
tion cycles indicate almost elastic and nonhysteresis be
ior. The effective Young’s modulus of the modified structu
increases to 141 GPa. The phase composition of the tran
mation zone after the fifth indentation cycle, as presente
Fig. 3, curve b, shows a number of bands arising from pha
Si-XII and Si-III.

If a material undergoes classical plastic deformation,
material in the later indentation cycles would follow the u
loading path of the first cycle and possess a nonhyster
behavior whenPmax is a constant. This is certainly not th
case in silicon under all thePmax studied. The deformation
reached the nonhysteresis behavior only after some cycle
repeated indentations and the number of the cycles requ
depended on the values ofPmax. With Pmax530 mN, such a
transition needs four cycles. However, only three cycles w
required whenPmax is beyond 50 mN. This seems to indica
that in the first few cycles of repeated indentations under
samePmax, phase transformations take place until the ma
rial properties in the deformed zone become stable. The
pendence of the transition upon the level ofPmax seems to
indicate that the rate of the phase change, which occurs
ing the transition upon unloading, is volume and stress
pendent.

The force–displacement response of the phases ind
by different Pmax after multiple cycles are almost elast
~Fig. 2!, though their effective Young’s moduli are differen
~increased with the rise ofPmax). This is not surprising upon
recalling the previous studies under a single indentation
loads above the pop-in value, which reported that the st
ture of the transformation zone is highly dependent
Pmax.

1 A low Pmax promotes amorphous transformation bu
greaterPmax activates crystalline phases. On the other ha
Bradby et al.5 found that the loading/unloading rate influ
ences the formation of amorphous or crystalline phases
the current case under repeated indentations, the struc
developed in the first cycle at a givenPmax will certainly
alter the mechanical response in the second cycle. Wh
.

FIG. 3. Raman spectra from the samples after indentation withPmax

590 mN: ~a! after the first cycle and~b! after the fifth cycle.
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different here is the further evolution of the load
displacement curves from the second indentation cycle. T
implies that indentations under the samePmax will also in-
troduce phase changes. In addition, the results show tha
der the samePmax, phase transformations and material pro
erty stabilization take place within the first few cycles
repeated indentations. However, the transition of the loa
displacement curves under differentPmax indicates that the
rate of the phase change is stress dependent.

At the fifth cycle, the response becomes nearly ela
~Fig. 2!. Thus, no further phase transformation occurs. T
is different from the result when silicon is loaded in a di
mond anvil cell, where multiple loading–unloading cycl
will initiate the diamond tob-Sn transformation18 and the
SIXII/SI-III phases were unstable and reversible.14 The main
difference between the loading by an anvil diamond cell a
an indentation is that significant shear stresses appear in
latter. Although it has been proposed that the level of
deviatoric stress plays an important role in the phase chan
in silicon,2 it is unclear how a cyclic change of the stress
locks in the phase transformations and makes the h
pressure phases behave in an elastic manner.

In summary, this study identified some special propert
of monocrystalline silicon when subjected to a cyclic micr
indentation. Different structures grew under differentPmax.
The response becomes elastic after a number of repe
indentations and a higherPmax hastened this property stab
lization. In addition, the structures formed at differentPmax

have slightly different mechanical properties~effective
Young’s moduli in the present study!. The transformed struc
ture developed in the first indentation cycle is highly u
stable and can be easily altered by a number of indenta
variables. However, the detailed structural changes du
the repeated indentations and the mechanisms of the prop
stabilization are still open questions.
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